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TEST PROTOCOL

Ne 01/04.01.2016

1. Unplasticized profile sections of polyvinyl
chloride (PVC-U) for the manufacture of doors
and windows

2. Applicant for testing - Weiss Profil LTD

3. Test methods:

4, Date of receipt of the samples (samples for
testing) in the laboratory

5. Quantity of test samples:

6. Date of conducing the testing
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Profiles WP 3001, WP 3002, WP 3003

Request Ne 01/04.01.2016

BDS EN 514:2004

BDS EN 477:2004

BDS EN 479:2002

BDS EN ISO 179-2:2012
04.01.2016

WP 3001, WP 3002, WP 3003:
-3 test samples x 3 piece with a length

x 250mm WP3001, WP 3002, WP 3003
-2 test samples x 3 piece welded
corners WP3001, WP3002

-3 test samples x 10 piece with a
length x 300mm WP3001, WP3002,
WP3003

-2 piece sample x 10 piece with a
length:(10 mm x 80 mm x 4 mm)
WP3001, WP 3002

04.01.2016
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7. Test results
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NOTE: If necessary the test protocol may include opinions and interpretations of certain tests (findings are not permitted) only in
accordance with the requirements of £.5.10.5 BDS EN ISO / IEC 17025:2006./

NOTE: Test results relate only to test samples .Extracts from the test report may not be reproduced without written consent of the

testing laboratory.
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